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Area 2

Element
MnK
NiK
GaK

Smart Quant Results

Weight %

25
48.5
26.5

Atomic %
27.4
49.7
22.9

Error
2.3
23
3.2

%

kV: 20 Mag: 500 Takeoff: 35 Live Time(s): 200

Amp Time(us): 3.84

Resolution:(eV) 130.5
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